
TABLE 10-A 
R-VALUE OF FIBERGLASS BATTS COMPRESSED  

WITHIN VARIOUS DEPTH CAVITIES 
 

Insulation R-Values at Standard Thickness 
R-Value 38 30 22 21 19 15 13 11 8 5 3

Standard Thickness 12” 9-1/2” 6-3/4” 5-1/2” 6-1/4” 3-1/2” 3-5/8” 3-1/2” 2-/12” 1-1/2” 3/4" 
Nominal 
Lumber 
Sizes, 
Inches 

Actual 
Depth of 
Cavity, 
Inches 

 
Insulation R-Values When Installed in a Confined Cavity 

2x12 11-1/4 37 — — — — — — — — — — 
2x10 9-1/4 32 30 — — — — — — — — — 
2x8 7-1/4 27 26 — — — — — — — — — 
2x6 5-1/2 — 21 20 21 18 — — — — — — 
2x4 3-1/2 — — 14 — 13 15 13 11 — — — 
2x3 2-1/2 — — — — — — 9.8 — — — — 
2x2 1-1/2 — — — — — — 6.3 6.0 5.7 5.0 — 
2x1 3/4 — — — — — — — — — 3.2 3.0 
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